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PEEK biomaterials are currently used in thousands of spinal fusion patients around the world every year.

Durability, biocompatibility and excellent resistance to aggressive sterilization procedures make PEEK a

polymer of choice, replacing metal in orthopedic implants, from spinal implants and hip replacements to finger

joints and dental implants. This Handbook brings together experts in many different facets related to PEEK

clinical performance as well as in the areas of materials science, tribology, and biology to provide a complete

reference for specialists in the field of plastics
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